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GNJ MANUFACTURING INC
5811 WEST HALLANDALE BEACH BLVD WEST PARK,FL 33023,USA

Sample Description : FJ106037 WOMAN
STAINLESS STEEL OPEN HEART 6.5 INCH CHAIN
BRACELET 304 STAINLESS STEEL 6.5 INCH

SKU No.

P.O./ Ref. No.

Vendor : GNJ MANUFACTURING INC.
Company Name of Buyer

Goods Exported To : CANADA

Country of Origin : CHINA

As above test item and its relevant information regarding to the submission are provided and confirmed by the
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability,
reliability or/and integrity accordingly.

SGS Ref No. : CAN24-0237615

Sample Receiving Date : Oct 28, 2024

Test Performing Date : Oct 28, 2024 to Oct 31, 2024

Test Performed : Selected test(s) as requested by applicant

Test Result(s) . For further details, please refer to the following page(s)
Test Requested Result
Total Lead and Cadmium in Substrate Pass

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Scan to see the report
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Verification:
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Joan Huang
Authorized Signatory
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Test Result(s):

Test Part Description:
SN ID Sample No. SGS Sample ID Description
SN1 A1l CAN24-0237615-0001.C001 Golden metal(main chain)
SN2 A2 CAN24-0237615-0001.C002 Golden metal(tail chain)
SN3 A3 CAN24-0237615-0001.C003 Golden metal(ring)
SN4 A4 CAN24-0237615-0001.C004 Golden metal(nameplate)
SN5 A5 CAN24-0237615-0001.C005 Golden metal(loster clasp)
SN6 A6 CAN24-0237615-0001.C006 Golden metal(heart)
Golden metal(main chain) + Golden
e ATTAHAS CANZ$0207015-0002 metal(tail chain) + Golden metal(ring)
Golden metal(nameplate) + Golden
SN8 i CANSAS0237615-0005 metal(loster clasp) + Golden metal(heart)
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%

(2) MDL = Method Detection Limit

(3) ND = Not Detected (< MDL)

(4) “-” = Not Regulated

(5) Composite test has been performed and the result(s) is/are calculated using the minimum sample
weight which applies to Test Method CPSC-CH-E1003-09.1 / CPSC-CH-E1002-08.3 / CPSC-CH-
E1001-08.3.

Total Lead and Cadmium in Substrate

Test Method:  With reference to CPSC-CH-E1001-08.3, analysis was performed by AAS/ICP-OES.

Test ltem(s) Unit(s) MDL A1+A2+A3 A4+A5+A6
Lead(Pb) mg/kg 20 ND ND
Cadmium(Cd) mg/kg 5 ND ND

Permissible limit:

Lead (Pb):

JEWELRY AND HAIR ACCESSORIES:
Class 2 Components:

Electroplated and Un-plated Metal: 600mg/kg

Plastic/rubber (eg acrylic, polystyrene, plastic beads/stones, PVC): 200mg/kg
Class 3 Components:

Any part of item that is not Class 1 or Class 2: 600mg/kg
Cadmium (Cd): 75mg/kg

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Sample Photo:

Product Photo
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